[image: image1.png]e (in./in.)

o (ksi)
105

90

75

60

45

30

15




The stress-strain diagram for a metal alloy having an original diameter of 0.5 in. and a gauge length of 2 in. is given in the figure above.  Determine (in ksi):

a) the modulus of eleasticity for the material   [image: image2.wmf]


b) the load on the speciment that causes yielding  [image: image3.wmf]


c) and the ultimate load the specimen will support  [image: image4.wmf]
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